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LABORATORIES II (IrK) LTD

Certificate of Test
Wi!hi!7e!Jydeclare that the item described below has been tested by the iYerchandise

Testing Laboratories (U.K.) Ltd. and complies with the requirements of

ANSIIISEA 107-2004
. Section8.1 Table 5 Retroreflective Performance Requirements Prior to Test

Exposure, Level2 .

. Section 8.2 Retrorefteetive Performance Requirements After Test Exposure
'---abrasion, flexing, folding at cold temperatures, temperature variation

. washing @ 60°C (25 cycles)

. dry cleaning (25cycles)
II Influence of rainfall

Full details of the tests and the results are given in our report
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TR1093/0343(}, Issue Date: 08/02/05

Description of item tested:

3MTM Scotchlite TMM Reflective Material- ~Silver Transfer Film
laminated to 100% Polyester knitted fabric
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Submitted hy:

."
3M Safety and Security Systems Divisio~ 3M Center Building, St.Paw,

Minnesota 55144 -1000 USA .

Certificate au1l1orisedby:0 => <:-,=<e
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< Title: J. Moore- Textile .1echnologist
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Date: 8 F~l)ruary 2005., .

Accredited to the ISOIlEC Guide 17025: through UKAS system Laboratory Number 0421
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